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Sample analytical resulit

Batch ID Batch standard
ba000047/ EBC

Batch certification class Start date
Agro Organic, Agro, Urban , Materials 06-09-2024
(Consumer Materials) , Basic (Basic

Materials)

End date

05-09-2025

Batch properties

Bulk density based on dry matter ground < 3 mm
Water Holding Capacity (WHC) in %
Water content at filling

Ash content (550°C)

Total carbon

Organic carbon content Corg
Hydrogen

Total nitrogen

Oxygen

H/Corg ratio

pH (in CalCl)

Conductivity of the milled biochar at 1.2 t pressure
Arsenic (As)

Lead (Pb)

Copper (Cu)

Nickel (Ni)

Mercury (Hg)

Zinc (Zn)

Chromium (Cr)

Silver (Ag)

Calcium in Ca0O

Potassium as K20

Magnesium in MgO

Sodium Na20

Phosphorus in P205

Sulphur as SO3

Iron (Fe)

Total 8 EFSA-PAH excl. LOQ

Total 16 EPA-PAH excl. LOQ

Production Unit pyrolysis temperature (HTT) [°C ] equivalent (average)

EN

526 kg/m?
64.8 %

23.6 % (w/w)
3.5 % (W/w)
92.5 % (w/w)
91.8 % (W/w)
1.6 % (W/wW)
0.55 % (w/w)
2.7 % (W/W)

0.21

7.5 mS/cm
<0.8 mg/kg
<2 mg/kg

9 mg/kg
<0.2 mg/kg
<0.07 mg/kg
10 mg/kg
18 mg/kg
<5 mg/kg
13.9 g/kg
31.5g/kg
2.5 g/kg
3.8 g/kg
3.3 g/kg
1.6 % (W/wW)
0.4 g/kg
n.c. mg/kg
2.2 mg/kg

550 °C
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